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We offer reconditioning and recoating services not only for OSG products, but also for tools by other manufacturers Please contact your nearest OSG sales office for details.
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O—7« > /J%E%8 Coating Specification

SCCS;SNﬁmme EgiAs | WDI FX WXS WXL DIA SUPEFL‘E;ARD ,GDbgg TiAIN Ss \Y CrN TiN
J7/RH| Cr%k |TIAINR|SIC&F| Cr®
it faE HEZE | BRZE | Wit | HeZE . . . .
Surface Treatment Pe?odic Chromium | - TAIN. | Siicon Based| Chromium | DA DLC DLC TIiAIN | TiAIN | TIiCN CrN TiN
Nano-Layered| Multilayer | Multilayer [Heat-Resistant| Multilayer
Coating Coating Coating Coating Coating
gz (HV) 3,200 | 3,300 | 2,800 | 3,500 | 3,100 | 9,000 | 6,000 | 6,000 | 2,800 | 2,800 | 2,700 1,800 | 2,000
Surface Hardness (HV)
BEGE | o3 0.3 0.3 03 | 025 | 0.15 | 0.1 0.1 0.3 0.3 03 | 025 | 04

Coefficient of Friction

BRALRAMER (C) | 4 100 | 1,100 | 850 | 1,300 | 1,100 | 600 550 550 800 800 400 700 500

Oxidation Temperature
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Heat Resistance
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Adhesion Strength
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Surface Roughness

THEEFEE
Wear Resistance
CAt
Toughness
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Rating Best
MEFTRARRIERIE K < /XY Please contact us for special specifications.
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@ shaping your dreams
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